
[image: image1.jpg]f. What is the average number of monomers per molecule of I'VA (polyvinyl
alcohol)? 3400

g. Know what the repeat units for polyethylene are. CH,

h. What makes up nylons? diacids and diamines

Matching:
Know the definition or description of the following:

a) Cellulose

b) Monomer

c) Roy Puckett

d) Themoset

e) Polymer

f) Compression molding
g) Wallace Carothers
h) Plastic

i) Extrusion

j) Vulcanization
k) Elastomer

Problems: 7

o Completing the equations by using addition polymerization or condensation
polymerization (3)

o Find the repeat monomer unit in a polymer (1)

e Given a compound find the amino acids that compose the compound (2) ( you
may use the amino acid handout page)

e Draw a dipeptide by combining 2 amino acids (1)




